11 P & TECHNICAL DATA

Certificate of Analysis

| Roll No. 5 B211124B02 | Test Date BRI 2021/11/24 |
Standard Test Test Test

STYLE #5: Base BoPET

UNIT

Valaue Method Results
GB/T16958-200
B [ Thickness Hm 12+1 12.12 ; PASS
hrfHsa MD >180 226
Tensile f—— MPa
Strength ™D =190 253
saiiions MD 154 GB/T16958-200
Elongation |— — % =200 f—— )
At Break TD 141 8 PASS
BIEREE MD 4042
Elastic |[—— MPa =3000 |
Modulus ™ 3651
A MD <3.0 1,52
Heat e | GB/T16958-200
, % | 50°C ) PASS
Shrinkage D <05 -0. 47 8(1 ,30min
Rate
BERAS | mEHus <0.60 0. 353
Friction GB/T10006 PASS
Coefficient ZHEEHE uk =0.55 0.418
#ENZE Transmittance % =88 89.6
GB/T2410
Z & Haze % 5.0 2.86 PASS
HEE Glossiness GU =110 138 GB/T8807
FEE5F Corona Intensity dyn =52 58 GB/T14216 PASS
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